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2. Symmetric about centre line
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PARTS LIST

Suprasil 312

PROJECTION:

DIMENSIONS ARE IN MILLIMETERS

TOLERANCES:
 0.1 MAX

ANGULAR

CALIFORNIA INSTITUTE OF TECHNOLOGY
MASSACHUSETTS INSTITUTE OF TECHNOLOGY
IGR, GLASGOW UNIVERSITY GEO 600 GROUP

ETM test mass
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DETAIL A 
SCALE 6 : 1

CHAMFER 0.3 
mm MAX 
x45 5 6. Edge chipping to be minimised

1. Surface finish all surfaces to minimise surface cracks except "S1"
       Option 1: optical polish to Ra < 5 nm
       Option 2: flame polish 
2. Surface "S1" polished to λ/10 (λ = 633  nm) peak-to-valley over 95% of the 
    surface area. There shall be no peaks around the edges.
3. All ears to be delivered with a surface map of surface "S1" measured over 100% 
    of the surface area.
4. All machining and polishing fluids shall  be water soluble and free of silicone, 
    sulfur and chlorine
5. Ears to be manufactured from blanks 28 x 62 x 30 mm (2 ears from each blank)
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