
 

 

3” dia. x 0.100” substrate S/N 15 before coating 

 
 
 
 



 

 

3” dia. x 0.100” substrate S/N 15 after coating 

 
 
 
 
 
 
 
 
 
 



 

 

3” dia. x 0.100” substrate S/N 15 after annealing at 450 degrees C for 24 hr 
 

 
 
 


