B Z4Yg0 LIGO Measurement
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m +1.29

BV
1.98

nm

rms
0.22

-0.69

Removed: PST TLT | Size Y 160. 4 mm

Dots and rings are Zygo interferometer artifacts

Power -0.021 nrm Size X 160. 40 rarm Size Y 160. 40 I
Ast . X -0.085 nm 2Ast . X -0.282 nm Tref.X 0.071 nm
Ast.Y -0.061 nm Z2Ast.Y 0.006 nm Tref.Y -0.020 nm
ComaX -0.073 nm ZComaX 0.020 nm Tiltx -0.525 nm
Comay -0.449 nm 2Comay -0.004 nm Tilty -1.178 nm

Sph Ab 0.001 nm 25ph Ab 0.000 nm




