
Optical properties

DLC coated super #8 non-directionalSSTL
sample https://dcc.ligo.org/LIGO-S1700276-v2

Sintered SiC sample 
https://dcc.ligo.org/S1700637

Uncoated black glass 
https://dcc.ligo.org/LIGO-T1700128

Reflectivity measurement of 
sintered SiC is compromised 
(size of the reflection > size 
detector`s largest aperture)
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