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S AppertF1800001‐v1 13‐Feb‐18

Visual Inspection

Dimensional Inspection

Nonconformities?
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Type

rlee
Typewritten Text
Regina Lee

rlee
Typewritten Text
4/3/2018
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Typewritten Text
D070477
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Typewritten Text
1
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Typewritten Text
00

rlee
Typewritten Text
Lines along length due to machine polishing
Lines more visible along length than along width
No visible machine marks
Edges are uniform and not jagged
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Typewritten Text

rlee
Typewritten Text
Length: 3.78 cm. Width: 2.37 cm. Height: 0.10 cm.
Length and width are within tolerances, height is slightly over the tolerance 
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Typewritten Text
CVD Silicon Carbide Beam Dump Left




